
 

Residue Wax Specification  

Item Parameters Unit Result Test Method 

1 Oil Content %wt 20-30 ASTM D-721 

2 
Kinematic Viscosity @ 

100 °C 
cst 6-7.5 ASTM D-445 

3 Flash Point °C 230-250 ASTM D-92 

4 Color - Max 2 ASTM D-1500 

 


